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ZHEJIANG WUYI NATURAL HOME DECO CO.,LTD. 
GANGTOU INDUSTRY ZONE, WUYI CITY, LUTAN TOWN, ZHEJIANG PROVINCE, CHINA. 321200 
 
The following sample(s) was/were submitted and identified on behalf of the client as: 
     
Sample Description : PVC play mat: 100% PVC in multicolor 
Country of Origin : China 
   
Proposed Care Instruction : - 
   
Test Performed  : Selected test(s) as requested by applicant 
  *  *  *  *  *   
Sample Receiving Date : Sep 26, 2016 
Testing Period : Sep 26, 2016 -  Sep 30, 2016 
Test Result(s) : Unless otherwise  stated the results shown in this test report refer only to the 

sample(s) tested. For further details, please refer to the following page(s). 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Standards Technical Services (Shanghai) Co. Ltd 

 
________________________ 
Hattie Chen 
Account Executive 
 



 
 

Test Report No. SHSL1609225418TX  Date: Sep 30, 2016 Page 2 of 2  
 

 

Test Result 
 
 
  
Bisphenol-A 

 

Test Method : With reference to US EPA 3550C: 2007, analysis was performed by HPLC-DAD-MS. 

 

 Test Item(s) Unit MDL Result 

Bisphenol-A mg/kg 1 ND 

  

 Remarks : 

                  (1) 1 mg/kg = 0.0001% 

                  (2) MDL = Method Detection Limit 

                  (3) ND = Not Detected ( < MDL ) 

                  (4) "-" = Not Regulated 
 
 
 

Sample Photo 

 
*** End of Report *** 
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